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BITUMINOUS MATERIALS
FIELD SECTION 1015 TABLE 2
QUALIFIED PG BINDER SOURCES & LABORATORIES*

Source

BP Asphalt

Whiting Refinery

2815 Indianapolis Blvd
Whiting, IN 46394
(4/02)

Bituminous Materials & Supply, LP
3380 L Avenue

Tama, 1A 52339

(5/03)

CIC Frontier Corp.
District 7

4511 Callery Drive
Muskogee, OK 74403
(5/02)

Citgo Asphalt Refining Co.
Broadway Terminal Co.
201 East Nagel Street

St. Louis, MO 63111
(2/01)

Conoco Phillips Company (TOSCO)
Conoco Phillips Company

6301 N.E. Birmingham

Kansas City, MO 64117

(7/98)

Conoco Phillips Company (TOSCO)
Wood River Refinery

Wood River Manufacturing Complex
Wood River, IL

(7/98)
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Testing Facility DISTRICT RESPON

Whiting Refinery Analytical
Technology Services Laboratory
Whiting, IN (Primary)

BP Asphalt Lab
Davenport, IA (Alternate)
Harry G. Megas, Inc.
Portage, WI (Alternate)

Bituminous Materials & Supply, LP
3380 L Avenue

Tama, IA 52339

Heritage Research Group

7901 W. Morris St.

Indianapolis, IN 46231

Frontier Terminal and Trading Co.Lab

Muskogee, OK

SGS Control Services,E.Alton,IL (Primary)
Polymer Asphalt Products,LC (Alternate)
St. Louis, MO

Wood River Refining Co. Lab
Wood River, IL

Polymer Asphalt Products Lab,St.Louis
SGS Control Services, East Alton, IL
Asphalt Institute, Lexington, KY
Equilon Enterprises,Houston, TX

Wood River Refining Co. Lab
Wood River, IL

Polymer Asphalt Products Lab,St.Louis
SGS Control Services, East Alton, IL

Asphalt Institute,Lexington,KY
Equilon Enterprises,Houston, TX

District 3

District 2

District 6

District 4

District 6

*Qualification under QC/QA procedures assumes the ability of a listed facility
to manufacture and certify any PG grade.
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BITUMINOUS MATERIALS
FIELD SECTION 1015 TABLE 2 Cont'd
QUALIFIED PG BINDER SOURCES & LABORATORIES

RESPONS.

Source Testing Facility DISTRICT
Conoco Phillips Company (TOSCO) Wood River Refining Co. Lab District 6
Petroleum Fuel & Terminal Co. Wood River, IL
2850 Rock Road
Granite City, IL 62040 Polymer Asphalt Products Lab,St.Louis
(6/01) SGS Control Services, East Alton, IL

Asphalt Institute, Lexington, KY

Equilon Enterprises, Houston, TX
Conoco Phillips Company (TOSCO) Wood River Refining Co. Lab District 6
Clark Refining & Marketing Terminal Wood River, IL
8182 Maryland
St. Louis, MO 63105 Polymer Asphalt Products Lab
(2/199) St. Louis, MO

SGS Control Services, East Alton, IL

Asphalt Institute, Lexington, KY

Equilon Enterprises, Houston, TX
Conoco Phillips Company (TOSCO) Wood River Refining Co. Lab District 8
APAC-Missouri, Inc. Terminal Wood River, IL
Central Companies Division
4624 W. Calhoun Polymer Asphalt Products Lab
Springfield, MO 65802 St. Louis, MO
(2/01)

SGS Control Services, East Alton, IL

Asphalt Institute, Lexington, KY

Equilon Enterprises, Houston, TX
Ergon Lion Qil Co. District 4
Kansas City Terminal 100 McHenry St.
10520 Wolcott Dr. El Dorado, AR 71730
Kansas City, KS 66109 (7/98)
ExxonMobil Lubricants & SGS Control Services Inc.(Primary) District 6

Petroleum Specialists 300 George St.

ExxonMobil Center Point Terminal East Alton, IL 62024
Foot of Mullanphy St
St. Louis, MO 63102 Polymer Asphalt Products Lab (Alternate)

4074 South First St.

St. Louis, MO 63118
Frontier Terminal & Trading Co. Frontier Terminal and Trading Co. Lab District 7

Muskogee Terminal Muskogee, OK
4511 Callery Drive

Muskogee, OK 74403

(2/99)

MaDOT
MATERIALS



FS-1015 Table 2

(Page 3 of 6)
(Rev 05-13-04)
BITUMINOUS MATERIALS
FIELD SECTION 1015 TABLE 2 Cont'd
QUALIFIED PG BINDER SOURCES & LABORATORIES
RESPONS.
Source Testing Facility DISTRICT
Frontier Terminal & Trading Co. Frontier Terminal & Trading Co. Lab District 7
5645 E. Channel Rd. Muskogee, OK
Catoosa, OK 74015
(6/00)
Herzog Contracting Corp. Polymer Asphalt Products Lab District 1
Herzog Contracting Asphalt Plant  St. Louis, MO
600 Riverside Road
Highway 36 West (Supply to Herzog Contracting Corp. plants only)
Elwood, KS 66024
(11/98)
Jebro, Inc. Jebro, Inc. District 1
2303 Bridgeport Drive Sioux City, IA
Sioux City, IA 51111
(5/98)
Jebro, Inc. Jebro, Inc. District 1
48175 260th St. Sioux City, IA
Corson, SD 57005
(6/99)
Koch Materials Co. Koch Materials Co. Lab District 10
P.O. Box 134885 Terre Haute, IN
Memphis, TN 38113 Koch Materials Co. Lab
(10/98) Wichita, KS
Koch Materials Co. Koch Materials Co. Lab District 10
New Madrid Terminal Wichita, KS
297 Highway 61 South Koch Materials Co. Lab
New Madrid, MO 63869 Inver Grove Heights, MN
(3/01)
Koch Materials Co. Koch Materials Co. Lab District 7
RR 6 Muskogee, OK
2501 Port Place
Muskogee, OK 74401 Koch Materials Co. Lab
(9/98) Wichita, KS
Koch Materials Co. Koch Materials Co. Lab District 1
Omaha Terminal Dubuque, IA
1404 Grace St.
Omaha, NE 68110 (5/04)
Koch Materials Co. Koch Materials Co. Lab District 1
Omaha #2 Terminal Dubuque, IA

7075 North 14™ Ave.
Omaha, NE 68112 (5/04)
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Source

Koch Materials Co.
Sugar Creek Facility
1000 N. Sterling Ave.
Sugar Creek, MO 64054
(4/01)

Marathon Ashland Petroleum LLC
Meredosia Terminal

Rt. 104 (West of Bridge)
Meredosia, IL 62665-0254

(8/98)

Marathon Ashland Petroleum LLC
Memphis Asphalt

2301 Channel Ave.

Memphis, TN 38113

(6/00)

Monarch Oil, Inc.
2200 Ave. H East
P.O. Box 3189
Omaha, NE (4/03)

Royal Trading Co.
(Port 33)

P.O. Box 1376
Tulsa, OK

(6/98)

MaDOT
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Testing Facility

Koch Materials Co.,Kansas City Lab
Koch Materials Co.,Wichita, KS Lab

Koch Materials Co.,InverGrove Heights,MN Lab

RAD Central Asphalt Lab (Primary)
Catlettsburg, KY

Detroit Refinery Lab (Secondary)
Detroit, Ml

Polymer Asphalt Products, L.C.(Alternate)
St. Louis, MO

PRI Asphalt Technologies (Alternate)
Tampa, FL

RAD Central Asphalt Lab (Primary)
Catlettsburg, KY

Detroit Refinery Lab (Secondary)

Detroit, Ml

Polymer Asphalt Products, L.C.(Alternate)
St. Louis, MO

PRI Asphalt Technologies (Alternate)
Tampa, FL

Construction Consulting & Testing, Inc.
700 River Road
Waterville, OH

Royal Trading Co.
Tulsa Port of Catoosa Lab
Catoosa, OK

District 4

District 3

District10

District 1

District 7



Source

Seneca Petroleum Co., Inc.
12460 S. New Ave.
Lemont, IL 60435

(5/01)

Seneca Petroleum Co., Inc.
Peoria Plant Storage Terminal
200 Crowell

Peoria, IL 61607

(8/01)

Sinclair Oil Corporation
Tulsa Refinery

P.O. Box 970, 902 West 25th
Tulsa, OK 74101

(5/98)

Sinclair Oil Corp.

(through Frontier Terminal)
5645 E. Channel Road
Catoosa, OK 74015

Trifinery Omaha Terminal, Inc.

701 Abbot Drive
Omaha, NE 68102
(8/99)

Trigeant EP,Ltd.

(El Paso Merchant Energy)
1835 N. Topeka

El Dorado, KS 67042-9010
(1/99)

Trigeant EP, Ltd,

(El Paso Merchant Energy
1100 E. 21st Street
Wichita, KS 67214

(1/99)
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ATL
4612 137 " st.
Crestwood, IL 60445

ATL
4612 137" St.
Crestwood, IL 60445

Sinclair Oil Corp.
Tulsa, OK

Frontier Terminal and Trading Co.Lab
Muskogee, OK

Trifinery Corpus
Christi Testing Lab

Trigeant EP, Ltd.
El Dorado, KS

Trigeant EP, Ltd.
El Dorado, KS
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District 3

District 3

District 7

District 7

District 1

District 7
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Valero LP Catoosa Asphalt Terminal Valero LP Catoosa Laboratory District 7
5575 E. Channel Rd. Ext. Catoosa, OK
Catoosa, OK 74015
(5/04)
Commercial Laboratory ITS Caleb Brett None
Qualified for Performance 327 Erickson Avenue
Graded Binder Testing Essington, PA 19029
Commercial Laboratory SGS Control Services None
Qualified for Performance 300 George St.
Graded Binder Testing East Alton, IL 62024
Commercial Laboratory PRI Asphalt Technologies, Inc. None
Qualified for Performance 6408 Badger Dr.
Graded Binder Testing Tampa, FL 33610
Commercial Laboratory Trumbull Asphalt Granite City Laboratory
Qualified for Performance 2850 Rock Road
Graded Binder Testing Granite City, IL 62040
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